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ISO 536 110 120 125 135 150 170 185 200 240 260 280 300

MINIMUM

MAXIMUM

TARGET 2,2 2,4 2,4 2,6 3,1 3,4 3,7 3,8 4,7 5,0 5,3 6,1

MINIMUM 1,8 2,0 2,1 2,3 2,7 3,1 3,3 3,5 4,0 4,3 4,6 5,2

TARGET 0,97 1,10 1,13 1,39 1,74 2,13 2,45 2,58 3,36 3,58 4,10 4,58

MINIMUM 0,77 1,00 1,03 1,26 1,52 1,81 2,26 2,39 3,03 3,23 3,68 4,07

TARGET 15,0 17,0 17,5 21,5 27,0 33,0 38,0 40,0 52,0 55,5 63,5 71,0

MINIMUM 12,0 15,5 16,0 19,5 23,5 28,0 35,0 37,0 47,0 50,0 57,0 63,0

TARGET 67 71 71 76 86 102 108 114 137 144 153 156

MINIMUM 57 61 61 66 80 90 97 106 126 133 142 144

TARGET 464 489 488 525 594 702 743 784 947 994 1057 1074

MINIMUM 393 421 421 455 552 621 669 731 869 915 980 994

MINIMUM

MAXIMUM

ISO 5636-5 MINIMUM

ISO 15754 MINIMUM

KR 135, 185, 240 and 300g/m² = Main basis weight

Laboratory conditions: 23 ± 1ºC Temperature and 50 ± 2% Relative Humidity

Maximum basis weight tolerance ± 4,0% and moisture ± 2,5%
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POROSITY GURLEY (s/100 ml)

INTERNAL BOND (kgf/cm²)
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2,0 1,7

BURSTING STRENGTH (MULLEN)

ISO 2758

psi

Kpa

COBB TEST120  TOP / FELT SIDE (gH2O/m²)

ISO 535
30

50

ISO 9895

kN/m

RING CRUSH TEST (RCT-CD)

ISO 12192

kN/m

kgf/152mm

KRAFT PAPER ESPECIFICATION

KLINGELE NOVA CAMPINA

BASIS WEIGHT (g/m²)

MOISTURE (%)

ISO 287

SHORT SPAN COMPRESSION (SCT-CD)

6,0

9,0


