
Appendix 5

ISO 536 130 140 150 175 200

MINIMUM

MAXIMUM

MÍNIMO 1,03 1,16 1,42 1,61 2,00

MÍNIMO 16,0 18,0 22,0 25,0 31,0

MÍNIMO 65 68 70 75 85

MÍNIMO 449 469 483 518 587

MÍNIMO

MÁXIMO

ISO 5636-5 MÍNIMO

ISO 2470 MÍNIMO

MÍNIMO

ISO 15754 MÍNIMO

Laboratory conditions: 23 ± 1ºC Temperature and 50 ± 2% Relative Humidity

Maximum basis weight tolerance ± 4,0% and moisture ± 2,5%
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        WHITE TOP LINER PAPER ESPECIFICATION

KLINGELE NOVA CAMPINA
February/2023

BASIS WEIGHT (g/m²)

MOISTURE (%)

BURSTING STRENGTH (MULLEN)

POROSITY GURLEY (s/100 ml)

BRIGHTNESS (% ISO)


